
_____________ polymers can be softened by re-heating. 

What are common applications for polystyrene (PS)?  

What is the name for a molded-in hinge that is part of the structure of a 
product? 

____________polymers can be softened by re-heating after cross linking occurs 

 

Polyethylene has the same basic linear hydrocarbon structure as propane but 

with much __________ chains.  

 

Natural rubber is still used commercially today. (T/F) 

Explain the difference between an alloy and a composite. 

_________is natural polymer composite.  

Glass can be (and often is) used as an inert coating for steel. 

What are some uses for PVC? 

What is the main difference between addition polymerization and condensation 
polymerization? 

What is the general structure of the category of materials known as "plastics"? 

a. Long chain molecules 

b. Face-centered cubic (FCC) lattice structure 

c. Crystalline ionic-bonded solid 

d. Body-centered cubic (BCC) lattice structure 

e. A combination of metal and nonmetallic elements 

f. Predominately benzene rings 

In contrast to plastics (which is a broad category of materials), there is only one 
type of material called "rubber." (T/F) 

Rubber is cross-linked by a process known as ______. 

 


