
 

 

Oxidizing Flame, Neutral Flame, Carburizing Flame, Full Acetylene Flame, 



 



 

Which of the following is not suitable for use as a gain medium in a laser? 

What helps remove melted metal from the kerf of a laser metal cutting operation? 

How do humans perceive the sound of ultrasonic energy? 
Which of the following materials is best suited to ultrasonic machining? 

The name of the device that develops the high pressure used in abrasive waterjet cutting is 
known as a(n) ___________ 

The small hole through which water flows in a waterjet cutter is known as a(n) ______. These 
are typically very hard material, such as a ruby or diamond. 

Abrasive waterjet cutting is only useful for nonmetallic  materials such as ceramic and 
concrete. (T/F) 

Oxygen fittings should be clean and well-oiled to prevent seizing. 

Plasma cutting is essentially the same process as laser cutting. 

The only way to "pump" or provide excitation energy to a laser gain medium is to use a flash 
lamp.(T/F) 



There is a laser cutter in ET122 (the welding lab) which is best suited to cut 16 gage hot 
rolled steel. 

Ultrasonic machining (USM) is almost always the first choice of processes for most 
materials because of its speed and versatility. 

 

 


