
 

Forming processes are those that use ________ deformation to modify the geometry of a 
workpiece. 

Forming processes are those that use Answer deformation to modify the geometry of a 
workpiece. 

The distinction between hot and cold working is one based on _______. 

The distinction between a press and a hammer is one of: 

Hot working helps reduce porosity in a workpiece. (T/F) 

A press is a(n) ___________-restricted machine, and the deformation comes from the 
complete press cycle.  

__________is a process in a steel plant in which a semifinished slab is reheated to a 
predetermined temperature and then compressed between rotating cylindrical tools to 
make flat stock of a desired thickness. 

What is the main advantage a straight-side press has over a c-frame press? 



Hammers are distinct from presses. Hammers are classified as _______-restricted 
machines. That is, the deformation of the workpiece absorbs the kinetic energy from the 
hammer and brings the stroke to a stop. 

Hot forming operations happen above the _______ temperature. 

_______ sheet metal is a common way to make pot or tub-shaped objects from sheet steel. 

 

 


